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ABSTRACT

Potting compounds are composite materials made up of a mixture of a polymer matrix
and hollow particles called microballoons. They are used for reinforcing the core section of
honeycomb laminates around fastener locations in aerospace applications. Commercially,
different compounds of various densities as well as compressive and shear strengths are
available; nevertheless, their selection as reinforcement material depends on the type of load to
be supported. Normally, the higher the strength, the heavier the compound used in the
reinforcement of the core. Another important characteristic to take into account is moisture
absorption. Potting compounds are known for absorbing moisture, which represents a
disadvantage in sandwich laminates since the integrity of the structure could be compromised
due to decrease in mechanical properties of the potting compound.

In this research, a potting compound was developed in such a way that high strength
could be obtained under dry and hygrothermal conditions without having a substantial increase
in density. The compound was made by incorporating different types of microballoons and either
single-walled or multi-walled carbon nanotubes as reinforcing particles. In order to obtain high
strength and low density compounds, two studies were conducted to understand the effect of
glass microballoons and carbon nanotubes on the mechanical properties of the potting
compound. In the first study, four different types of glass microballoons were used to
manufacture one-part compounds with physical and mechanical properties similar to those of a
two-part compound (EC-3500). Results suggested that several compounds could be attained with
properties similar to those of EC-3500 with minimum increase in density. In the second study,
carbon nanotubes were incorporated into both a low and a high density potting compound with

the purpose of studying the effect of the nanotubes on their mechanical properties. Three



different mixing methods (ultrasound, calendering, and centrifugal) were employed to disperse
the functionalized single-walled and multi-walled carbon nanotubes in the resin of the potting
compound. Through various processing parameters, several nano-enhanced potting compound
samples were made and tested for mechanical properties under dry and hot/wet conditions.
Results showed a significant increase in compressive and lap shear strength with a minimum
increase in density for the nano-enhanced specimens prepared with vacuum compared to the

properties of EC-3500.
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CHAPTER 1

INTRODUCTION

1.1 Motivation and Scope

Parts made of sandwich structures comprising honeycomb core and skin layers bonded
together are of extensive use in the aircraft industry due to their high stiffness and low weight.
These structures, often referred to as honeycomb laminates, are particularly effective at carrying
distributed loads along the normal direction of the core cell. However, the weakness of the core
along the transverse direction makes sandwich structures not suitable for point loads. Therefore,
to maintain the integrity of the structure, a local reinforcement of the core is usually required
when mechanical fasteners (bolts and rivets) are to be utilized to join laminated composites. This
reinforcement is normally accomplished through the addition of potting compounds. The

structure of honeycomb laminates is described in Figure 1.

Facesheet
Adhesive

Honeycomb
core

Potting
Compound

Figure 1. Assembly of honeycomb laminated structures and potting
compound reinforcement [1].

Potting compounds are lightweight composite materials synthesized by dispersing silica-
glass microsphere particles (microballoons) in a polymer matrix (phenolic or epoxy resin). They

are normally used as strength/density modifiers since they can be tailored with different



microballoons of different strengths and densities to achieve properties (mechanical, thermal,
and physical) not possible with other materials. Potting compounds are commercially found as
either a one-part or a two-part compound formulated for use in insert and edge filling of cellular
cores of honeycomb laminates, as shown in Figure 1. They are characterized for having low
density, low coefficient of thermal expansion, high strength, and excellent compatibility with the
cure cycle used for sandwich laminated structures.

Multiple compounds of various strength and density (EC-3500, Corfil 623-1, Corfil 625-
1) are used in reinforcing the core of sandwich laminates; however, their utilization is limited by
their density and strength. Typically the higher the strength, the heavier the potting compound,
causing considerable weight gains in honeycomb laminates. Normally, denser and stronger
materials consisting of a two-part compound require an additional mixing process compare to
less dense and lower strength materials, one-part compounds. Therefore, there is a need to design
one-part potting compounds that can support high compressive and lap shear strength with
minimum change in density.

It is believed that because of their resilience, large surface area, and excellent mechanical
and physical properties, carbon nanotubes can be an ideal reinforcement material to be added to
potting compounds in order to improve their mechanical properties without affecting their
density significantly.

In this investigation, the enhancement of compressive and lap shear strength of a one-part
potting compound is achieved by adding microballoons as well as either single-walled or multi-
walled carbon nanotubes. In order to evaluate and understand the effect of microballoon and
carbon nanotube reinforcement on the physical and mechanical properties of a potting

compound, two studies are carried out. In the first study, four different types of glass



microballoons are used to form one-part potting compounds with mechanical properties similar
to that of a two-part compound (EC-3500). Based on the results obtained from this study, two
standard compounds are selected, one containing medium-high density microballoons and the
other containing high-high density microballoons. These compounds represent the building block
upon which the effect of carbon nanotube addition will be investigated in a further study. In the
second study, carbon nanotubes are added to the resin of the compounds selected previously to
form nano-enhanced potting compounds. The objective is to improve the compressive and lap
shear strength of the base composites without affecting their density considerably. Before
integrating the nano-scale materials into the polymer resin, single-walled and multi-walled
carbon nanotubes are functionalized to introduce carboxylic acid moieties on their surface(s). For
the dispersion of functionalized carbon nanotubes in the resin, a combine dispersion approach
including ultrasonic, calendering, and centrifugal mixing is performed. Through various
processing parameters, several nano-enhanced potting compounds are made and tested for
mechanical properties under dry and hot/wet conditions.

This work is organized in the following manner. A review of the research done in the
area of potting compounds and carbon nanotube/polymer composites is provided in the second
chapter. The third chapter describes materials and methodologies used to fabricate both potting
compounds with different morphologies and nano-enhanced potting compounds. The fourth
chapter provides the results achieved through these methods, and the final chapter concludes and

summaries the work performed in this investigation.



1.2 Research Objectives
The general objective of this research is to develop a one-part potting compound with
high strength under dry and hygrothermal conditions by addition of microballoons and carbon
nanotubes.
Specific objectives of this research are:
1. Enhance the mechanical properties of a low-density one-part potting compound
by addition of microballoons.
2. Obtain potting compounds with properties similar to that of 3M's EC-3500 and
with a density between 608.7 and 688.7 kg/m’.
3. Investigate the effect of carbon nanotube addition on the density, compressive and
lap shear strength of potting compounds.
4. Study the effect of environmental conditioning (elevated temperature and
moisture) on the mechanical properties of neat and nano-enhanced potting

compounds.



CHAPTER 2

LITERATURE REVIEW

2.1 Potting Compounds

Syntactic foams or potting compounds are lightweight composites made of two
constituent materials: polymer based matrix (binder) and microballoons (filler). Such polymeric
compounds are characterized by having large quantities of hollow microspheres dispersed in a
resinous matrix. Thermosetting polymers such as epoxy and phenolic resins, polyimide, and
silicone are the preferred systems used in the fabrication of potting compounds due to ease of
processing. On the other hand, hollow microballoons of different diameters, wall thickness, and
strength are commonly made of glass, ceramic, aluminum, and steel. However, their utilization
depends mostly on strength and density requirements, which can vary according to the desired
resin/microballoon composition. Puterman et al. [2] showed that the compressive strength of
syntactic foams was a function of the proportion of resin-microballoon-void as well as identified
that the void content of syntactic foam was primarily a function of the resin volume fraction.
Later, Narkis et al. [3] evaluated the effect of resin volume fraction on the compressive
properties of syntactic foams and confirmed that the compressive strength and modulus could be
increased by more than an order of magnitude by increasing the resin content and maintaining
the microballoon volume fraction constant. Gupta et al. [4] observed that the tensile strength of
epoxy-resin syntactic foams containing low density microballoons increased with decreasing
their volume fraction and emphasized the load bearing role of the matrix during tensile loads. In
different publications, Gupta et al. [5, 6] investigated the effect of microballoon wall thickness
on the mechanical properties of potting compounds and concluded that the compressive strength,

modulus, and fracture characteristics of syntactic foams were strongly related to a parameter



called Radius Ratio (1), which is defined as the ratio of inner to outer radius of microballoons.
Hence, the lower n, the higher density and strength of the potting. Woldesenbet et al. [7] studied
the effect of microballoon reinforcement at different volume fractions on the compressive
properties of syntactic foam composites. Results obtained for high strain and quasi-static strain
rates suggested that a decrease in both modulus and compressive strength was attributed to an
increase in microballoon volume fraction. They also pointed out that during failure the
propagation of the crack came from either the matrix material or the matrix-microballoon
interface. Tagliavia et al. [8] employed vibration techniques to assess the dynamic mechanical
properties of syntactic foams as a function of both microballoon wall thickness and volume
fraction. Their findings showed the dependence of loss tangent and storage modulus on the
viscoelastic properties of the constituents (resin and microballoons) and on the wall thickness
and volume fraction of microballoons.

Potting compounds are also known for exhibiting low moisture absorption capabilities in
relation to other polymeric foams. The degree of water absorption depends on the chemical and
physical properties of the matrix and the microballoons as well as their volume fraction [9].
Hobaica et al. [10] investigated the absorption properties of syntactic foams used for buoyancy
applications. Their observations indicated that the resin-microballoon interface as well as the
microballoon volume concentration played a remarkable effect on the water uptake of composite
foams. In addition, they highlighted that water could diffuse more readily around the
microballoons than through the matrix, originating possible failure areas at the interface. Earl et
al. [11] studied the moisture uptake mechanism in closed cell polyvinyl chloride (PVC) foams
and concluded that the progressive diffusion of water into polymeric cell wall structures and

cavities might be attributed to a multi-stage absorption process defined by a linear mass increase



relative to the square root of time. Gupta et al. [12] evaluated the hygrothermal properties of
potting compounds under different media and found that a considerable decrease in compressive
modulus was attained due to an increase in moisture content. Moreover, they highlighted that the
peak strength for both the low temperature and high temperature hygrothermal specimens (25°C
and 70°C, respectively) did not show a significant difference relative to the dry specimens.

The mechanical properties of potting compounds can be tailored by varying the ratio of
resin-to-microballoon volume fraction. For such compounds, the density is a function of the wall
thickness of the microballoons. Okuno et al. [13] compared experimental results with theoretical
calculations and found a good relation between the mechanical properties of potting compounds
and the type of glass microballoon used. Gupta et al. [14] investigated the compressive strength
of potting compounds fabricated with cenospheres of various wall thickness in different volume
fractions and found a linear relation between the compressive strength and the compound
density. Bardella et al. [15] developed a model to evaluate the elastic behavior of potting
compounds as a function of both the presence of unwanted voids and the distribution of wall
thickness of the filler particles. They concluded that the presence of voids had the most
significant effect on the elastic modulus of such composites.

Deformation and fracture mechanisms of potting compounds have also been studied for
several loading conditions. Such studies have been oriented towards understanding the role of
matrix materials and microballoon characteristics (size, wall thickness) on the properties of
potting compounds. Kim et al. [16] investigated the impact behavior of potting compounds and
found similarity in compressive failure mode between pseudo-static and impact loadings,
demonstrating that the inclusion of glass microballoons in resin reduced the impact failure.

Gupta et al. [17] carried out investigations to identify the deformation and fracture characteristics



of potting compounds under compression loading conditions and found considerable differences
in the macroscopic fracture behavior with the variation of specimen aspect ratio. Shearing and
wedge shaped cracks were the primary failure mode for both high and low aspect ratio
specimens tested under compression loadings. On the other hand, in the microscopy fracture
behavior, they found a substantial amount of crushed microballoons on the fracture surfaces,
revealing that failure under compression was the dominant mode of failure [18]. Kim et al. [19]
also conducted compressive tests on potting compounds of various densities and concluded that
two different modes of failure under compression loading could be observed: (1) longitudinal
splitting attributed to a low density foam and (2) layered crushing attributed to a high density
foam. Their findings agreed well with investigations made by Gupta et al. [5]. Rizzi et al. [9]
modeled the elastic behavior of potting compounds and defined a cohesive law to capture the
fracture process of three-point bending tests of composite foams. Their bi-modulus modified
model was found to be in good agreement with the experimental data.
2.2 Carbon Nanotube Atomic Structure

Carbon nanotubes are tubular structures typically of more than a few nanometers in
diameter and hundreds of microns in length. They can be described as a graphene sheet rolled
about a cylindrical axis, forming a tube-like structure. Unlike diamond, an allotrope of carbon
with atoms arranged in a tetrahedral lattice (Sp° hybridized), carbon nanotubes are Sp’
hybridized molecules arranged in a helical fashion (the Sp® forms a hexagonal lattice which is
typical of graphene). The helicity and diameter of carbon nanotubes can be characterized in
terms of the chiral vector and the chiral angle. The chiral vector (Cp) is defined by two integers

(n, m) along the hexagonal lattice and two unit vectors (a;, a,) of the graphene sheet cylinder,



as shown in equation (2.1). The chiral angle (0) is defined by the angle between the chiral vector
and the zigzag direction of the graphene sheet [20].
Cn = na, + ma, (2.1)
In terms of the chiral vector, nanotubes made from lattice of the form (n, 0) are referred
to as zigzag nanotubes, in which some of the carbon-carbon (C-C) bond lie parallel to the tube
axis, whereas those made from the lattice of the form (n, n) are referred to as armchair
nanotubes, in which some of the C-C bonds lie crosswise to the tube axis. Nanotubes with lattice
of the form (n, m, where m#0 and n) are identified as chiral nanotubes. A schematic
representation of a graphene sheet showing different ways to roll and form different tubule
structures is shown in Figure 2a. In terms of the chiral angle, nanotubes having an angle equal to
0° are referred to as zigzag nanotubes, while those having an angle equal to 30° are referred to as
armchair nanotubes. Those in-between such angles are described as chiral nanotubes. The

difference conformations of armchair, chiral, and zigzag nanotube is shown in Figure 2b.
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Figure 2. (a) Schematic diagram showing the chiral vector and the
chiral angle in the honeycomb lattice of ghaphene [21], and (b)
molecular models of the different conformations of carbon
nanotubes: armchair, chiral, and zigzag.

Some authors have investigated the influence of chirality on the mechanical properties of

carbon nanotubes. Yakobson et al. [22] employed molecular dynamic simulations to model the



morphological behavior of nanotube under compression, tension, and bending. Their simulations
showed that carbon nanotubes were significantly resilient, sustaining high strain without
brittleness or plasticity. Even though chirality had relatively minor influences on the elastic
properties of nanotubes, the authors identified that the plastic deformation of nanotubes was
ascribed to abrupt changes in morphological pattern. Such changes were described in terms of
the Stone-Wales transformation, a reversible dislocation dipole in the honeycomb lattice that
changes the structure to two pentagon-heptagon pairs, as shown in Figure 3. Troya et al. [23]
performed quantum mechanical studies to simulate the fracture mechanism of carbon nanotubes.
Their studies showed that the failing bonds lied within the pentagon rings. They also highlighted
that tube chirality governed the effect of defect formation on the nanotube failure mechanisms

and mechanical properties.

Figure 3. Stone-Wale diatomic interchange in a nanotube
hexagonal wall.

As shown in Figure 3, the Stone-Wales transformation creates new defects in the
nanotube structure. Such defects can considerably affect the properties of individual nanotubes.
Hao et al. [24] investigated the influence of defects on the buckling properties of nanotubes by

molecular dynamic simulation. Their findings showed that the carrying capability of nanotubes
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depended on both the density of defects and the relative position of defects along the hexagonal
lattice. They also concluded that defects were more significant in small tubes than in large ones.
Lu et al. [25] used atomistic simulations to predict the elastic modulus, ultimate strength, and
ultimate strain of a carbon nanotube with a pre-existing Stone-Wales defect and study the
dependence of these properties on the loading rates. Their results indicated that the defected
carbon nanotube broke at a much smaller elongation than the defect-free tube as well as that at
small loading speed the effect of defect did not affect the Young's modulus considerably.
2.3 Carbon Nanotube Morphology

Besides the various tube morphologies resulting from defects, carbon nanotubes are
classified in two categories, single-walled and multi-walled. Their atomic structures are shown in
Figure 4.
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Figure 4. Structure of single-walled carbon nanotubes (SWNTs)
and multi-walled carbon nanotubes (MWNTs).

Single-walled carbon nanotubes (SWNTs) are described as narrow seamless cylinders of
nanoscale graphene with carbon atoms 1.42 A apart, diameters between 1 and 2 nm [26], and

lengths of up to several hundreds of microns. For defect-free single-walled carbon nanotubes the
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Young's moludus is estimated to be between 990 and 1,105 GPa [27], the strength between 97
and 110 GPa [27] with a the density ranging from 1.33 to 1.4 g/cm3 [28].

Multi-walled carbon nanotubes (MWNTSs), on the other hand, can be envisioned as
multishell structures of concentric tubes with intershell spacing similar to that of graphite
interlayer spacing of 3.4 A [29], outer shell diameter of more than 10 nm, and length up to
several mm [30, 31]. The Young's modulus has been experimentally tested to be between 590
and 932 GPa [27], the strength between 35 and 82 GPa [27], and the density variety from 1.3 to
2.25 glem’ [28].

2.4 Synthesis of Carbon Nanotubes

Since carbon nanotubes were recognized as a new and important form of carbon nearly
two decades ago, different techniques have been developed to produce nanotubes. Such
techniques include: electric arc-discharge [32-34], laser ablation [35, 36], gas-phase catalytic
growth from carbon monoxide [37], and chemical vapor deposition (CVD) from hydrocarbons
[31, 38, 39]. Arc-discharge and laser ablation methodologies entail condensation of carbon atoms
that are produced from evaporation of solid carbon sources. The temperatures employed in these
methods are near the melting point of graphite (3000-4000°C). However, both methods present
some processing limitations. The use of a finite source of carbon limits the volume of nanotubes
produced. Hence, the costs associated with large-scale synthesis of nanotubes through these
methods will make the cost of nanotubes prohibitive. Another issue with these methods is the
high production of by-products such as catalyst particles, amorphous carbon, and non-tubular
fullerenes. Therefore, additional purification processes are needed to remove the impurities and
separate the nanotubes, increasing the production costs. The gas-phase techniques (catalytic

growth and CVD), on the other hand, are highly promising for scale-up production of nearly-
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defect free carbon nanotubes. They use a continuous source of carbon (gas) to produce large
quantities of nanotubes at relatively low costs. The gas-phase catalytic growth from carbon
monoxide is a refine process to grow bulk quantities of highly pure and randomly oriented
single-walled carbon nanotubes [37]. Similarly, CVD is a mass production method that uses
hydrocarbon gases as a continuous carbon source to produce both single-walled and multi-walled
carbon nanotubes. This technique involves the dissociation of a high-carbon-content
hydrocarbon gas (Methane, Ethylene, etc) in the presence of an active catalyst (transition-metal
nanoparticles formed on a support material such as alumina) at elevated temperatures (from
700°C to 1000°C) [40]. The dissociated carbon atoms are catalyzed and dissolved by the
transition-metal and precipitated to form carbon nanotubes. One unique feature of this method is
the ability to grow aligned arrays of carbon nanotubes with control diameter and length [38, 41].
2.5 Mechanical Properties of Carbon Nanotubes

The mechanical properties of carbon molecules are mainly related to the nature of their
bond structures, C-C single bond, C-C double bond, and C-C triple bond. When carbon atoms
are arranged to form a graphene-like structure, sp” hybridization occurs. Such orbital
hybridization provides the strength of carbon molecules and in particular carbon nanotubes. As
such, since the structure of defect-free carbon nanotubes is composed primarily of sp® bonds (C-
C double bond), they are expected to be strong along their axes direction. In fact, several
simulations have been carried out to predict the strength of individual nanotubes. Meo et al. [42]
investigated the influence of tube diameter and chirality on the Young's modulus of single-
walled carbon nanotubes of different sizes using a finite element model. Their results showed an
average Young's modulus of 915 GPa, which was in agreement with numerical and experimental

values reported in the literature. Later, the same group [43] reported the failure evolution of both
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zigzag and armchair carbon nanotubes under uniaxial tensile loading, showing the complete
load-displacement relationship curve of both nanotubes up to failure. Their results showed
tensile strength of 94 GPa and 123 GPa for zigzag and armchair nanotubes, respectively. In
addition, the authors reaffirmed the strong dependence of the ultimate stress on the chirality of
nanotubes. Bending dominated failure in the case of zigzag, while shear dominated in the case of
armchair nanotubes. Ragab et al. [44] also computed the stresses in an armchair single-walled
carbon nanotube under uniaxial tension by molecular dynamics and concluded that the length of
carbon nanotubes could affect the value of maximum stress by about 10%.

Besides simulation studies, some experimental investigations have been performed to
measure the strength of carbon nanotubes. Peng et al. [27] reported the first direct measurements
of single shell failure for multi-walled carbon nanotubes using an in situ transmission electron
microscopy (TEM) method and a microelectromechanical tensile testing systems. Their results
showed the failure cross-section of multi-walled carbon nanotubes as well as the effect of cross-
linking between shells in the maximum sustainable load. Recently, Locascio et al. [45] employed
the same techniques used by Peng to tailor the load carrying capability of multi-walled carbon
nanotubes through inter-shell bringing. They proved that irradiation-induced cross-linking was
indeed a tunable mechanism by which load could be transferred to various shells of multi-walled
carbon nanotubes. Moreover, their computational studies showed that in highly cross-linked
tubes the maximum stress occurred at the outermost shell, suggesting that failure would occur
from the outside in.

2.6 Nanotube/Polymer Composites
Since the first publication of carbon nanotubes (CNTs) in 1991 [32], numerous research

has been oriented toward developing hybrid (carbon nanotube/polymer) materials with superior
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mechanical and functional properties [46, 47]. Enhancement of the mechanical properties
(tensile, compressive and shear strength) of polymeric compounds by the addition of carbon
nanotubes can be achieved when a good interaction between the nanoscale material and the
polymer matrix takes place [48]. However, due to the exceptional structure of CNTs, particular
processing challenges arise when embedding nanoscale materials into a polymer matrix.
Thostenson et al. addressed some of the critical issues in the processing of CNT polymer
composites in their review [21]. These are mainly attributed to dispersion of CNTs in the matrix
and load transfer between the CNTs and the matrix by molecular bonding [49].

One of the most significant challenges associated with CNTs is their dispersion and
exfoliation into polymeric materials. At the nanometer scale, interatomic forces (Van der Waal
forces) are intensified due to the large specific surface area of CNTs. Such forces make the
nanotubes pull towards each other, forming agglomerates that both reduce the reinforcement
aspect ratio and create weak interfacial interaction with the matrix system. Therefore, different
techniques are needed in order to effectively disperse nanotubes within the polymer matrix and
obtain interfacial interaction that can lead to considerable load transfer from the matrix to the
particles.

The dispersion of single-walled carbon nanotubes (SWNTs) or multi-walled carbon
nanotubes (MWNTs) into a polymer matrix has been found to be challenging due to
agglomeration of nanotubes as a result of Van der Waal interactions. Several techniques have
been reported in the literature to disperse the nanotubes and improve the interfacial interaction
between the CNTs and the polymer resin. These include: solution chemistry to functionalize the
CNT surface [50-52], the use of polymers like surfactants to coat the CNT surface [53, 54], in

situ polymerization [55, 56], ultrasonic dispersion [48, 57], and mechanical mixing [58, 59].
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Gojny et al. [60] used a calendering approach to untangle and disperse double-walled carbon
nanotubes (DWNTs) in a polymer matrix, obtaining a moderate increase in mechanical
properties. Zaragoza et al. [61] carried out an In-Situ suspension polymerization along with
sonication to synthesize multi-walled carbon nanotubes/polystyrene composites. Their findings
highlighted the effect of strong cavitation forces induced by sonication during the CNT
dispersion and suggested that possible decrease of storage modulus in the reinforced
nanocomposite could occur as a result of CNT fragmentation. Lijie et al. [62] employed solution
dispersion, sonication, and mechanical stirring to evaluate the reinforcement role of carbon
nanotubes in different matrix stiffness. Results showed contributions to the mechanical
properties of composites even though poor interface interaction between the carbon nanotubes
and the matrix was observed. Chow et al. [63] correlated the flexural strength and fracture
toughness of epoxy/CNT nanocomposites with the loading of nanotubes and the mixing method.
They emphasized that sonication could be a good approach to disperse CNTs and obtain
enhanced mechanical properties. Thostenson et al. [64] studied the mechanical properties of
highly aligned and randomly oriented polystyrene nanocomposite films fabricated using a twin-
screw extruder. Their results showed an increase in Young’s modulus of about 45% for the
aligned composites with respect to the randomly oriented composites with the addition of CNTs.
Park et al. [65] established a correlation between the dispersibility of MWNTSs in composites by
chemical and calendering routes. They concluded that the presence of carboxylic acid groups on
the MWNT surface contributed to the separation and stabilization of nanotubes in the composite
matrix. Yang et al. [66] investigated the functionalization effects on the structure and
morphology of MWNTs and epoxy composites. Their results showed a significant increase in

impact and bending strength (89% and 29%, respectively) compared to the pure epoxy matrix.
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Frankland et al. [67] proved by molecular dynamic simulation that the shear strength of a
polymer-nanotube interface with low interaction could be increased by more than an order of
magnitude when chemical bonds between the nanotube and the matrix exit, highlighting the
significance of functionalization in the achievement of strong CNT-matrix interface. Shiren et al.
[68] investigated the characteristics of interface and load transfer between the functionalized
SWNTs and the polymer matrix throughout dynamic Raman spectroscopy. They indicated that
large slope values in the G band described strong interfacial bonding between the CNTs and the
matrix that could lead to efficient mechanical load transfer.

Although improvements in mechanical properties have been reported throughout various
nanotubes/polymer composites, there is still a lot of discrepancy between the results reported and
the results predicted. Rio et al. [69] applied the Cox-Krenchel, Halpin-Tsai and Mori-Tanaka
micromechanical models to their SWNT nanocomposites and found that the models
overestimated the effect of reinforcement. They attributed the large difference mainly to
waviness as well as curvature of embedded nanotubes and concluded that such nanotube
geometries could decrease the effect of stiffness of the nanotubes relative to straight nanotube
models.

2.7 Nanomaterial/Potting Compounds

Some efforts have been made toward enhancing the mechanical properties of potting
compounds by the incorporation of nano-scale materials such as nanoclay, carbon nanofibers,
and carbon nanotubes. Woldensenbet et al. [70] studied the effects of nanoclay reinforcement
and microballoon radius ratio on the flexural properties of potting compounds. Their findings
showed an increase in shear and bending stress with respect to the plain structures. Baalman et

al. [71, 72] investigated the compressive properties of a potting compound by the incorporation
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of carbon nanofibers, multi-walled carbon nanotubes, and fullereness and found considerable
increase in compressive properties with respect to the neat compound. Li et al. [73] dispersed
multi-walled carbon nanotubes and glass microballoons into shape memory polystyrene to
fabricate self-healing smart syntactic foams. Their results showed that the impact tolerance and
load carrying capability of the material could be healed after multiple impact tests. Dimchev et
al. [74] observed an increase in tensile strength and modulus of hollow particle filled composites
with the addition of 0.25 wt% carbon nanofibers. However, the compressive strength results
obtained in their study decreased significantly due to microballoon crushing. Gupta et al. [75]
observed a decrease in compressive strength of hollow particles filled composites with the
addition of 2% nanoclay and attributed such decrement to the presence of nanoclay clusters in
the specimens. However, they obtained an increase in toughness between 80% and 200% with

the addition of nanoclay in the same compounds.
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CHAPTER 3

TECHNICAL APPROACH

3.1 Materials

In this investigation, two commercially available potting compounds were used. The first
potting compound used was Cytec’s Corfil 625-1, which is a lightweight one-part composite
made from a mixture of a polymer matrix (resin) and hollow particles of silica (microballoons).
The second potting compound used was 3M's EC-3500, which is a high performance two-part
epoxy system designed for reinforcing honeycomb core. The epoxy is mixed with the hardener at
a mixing ratio of 2:3 by weight. The physical and mechanical properties of Corfil 625-1 and EC-
3500 are shown in Table 1, as provided by their manufactures. The resin of Corfil 625-1 without
microballoons and accelerator was obtained separately and used as the base polymer in which the
CNTs would be exfoliated and dispersed. According to the manufacture's specifications, this
resin contains prepolymers with phenyl glycidyl ether end groups as well as anhydride
molecules. As such, the polymerization is believed to proceed in the following manner. The
catalyst joins the epoxide group present in the chain to give an active hydroxyl group. Then, the
anhydride molecule reacts with the hydroxyl group to form cross-linking. A schematic of the
polymerization reaction is depicted in Figure 5.

TABLE 1

PROPERTIES OF CORFIL 625-1 AND EC-3500

. Density | Compressive strength | Lap shear strength
Material | 4 g/imd) (MPa) (MPa)
Corfil 625 | 400 - 496.6 20.7 -
EC-3500 640.7 41.36 - 62.05 ~6.5

19



0 0

/”\ Catalyst OH /”\\
2 2 \/0 T AN 0=CH,—CH—CH," v T R\/O
I |

(0]

Phenyl glveidyl ether end group  Anhydride

AN 0-CH, — CH—CH,"
o
’:o
5 e
=
0
VAN O0—CH,— ClH—CHZf'vw_/

Figure 5. Polymerization of Corfil 625-1.

For the manufacturing of nanocomposites, four different types of Scotchlite™ hollow
glass microballoons manufactured and supplied by 3M were employed. Their mechanical
properties are provided in Table 2.

Single-walled and multi-walled carbon nanotubes produced by chemical vapor deposition
(CVD) were obtained from SES research and Cheap Tubes Inc., respectively. The single-walled
carbon nanotubes (SWNTs) used in this investigation have an outer diameter of less than 2 nm, a
length range of 5-15 pum, purity of more than 90 wt% carbon nanotubes and more than 50 wt%
SWNTs, ash content of less than 2 wt%, and amorphous carbon of less than 5 wt%, as provided
by the vendor. The multi-walled carbon nanotubes (MWNTs) used have an outer diameter of 20-
30 nm, an inside diameter of 5-10 nm, a length range of 10-30 pm, purity of more than 95 wt%,
ash content of less than 1.5 wt%, and specific surface area of 100 m?/g, as provided by the
vendor.

All the chemicals used in this investigation were obtained from Fisher Scientific and used
as-received.
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TABLE 2

PROPERTIES OF GLASS MICROBALLONS

. Density | Compressive strength
Microballoon (kg/m®) (MPa)
S15 149.93 2.07
S38HS 379.96 37.92
S60HS 600.05 124.11
H50 499.94 68.95

3.2 Experimental Studies

In order to investigate the effect of microballoons and nanotubes on the physical and
mechanical properties of a potting compound, two studies were carried out. In the first study,
four different types of glass microballoons were combined with the resin to obtain potting
compounds with various densities and strengths. In the second study, carbon nanotubes (CNTs)
were incorporated into two potting compounds selected from the previous study with the aim at
investigating their effect on density and strength.
3.2.1 Effect of Microballoon Type and Concentration on the Physical and Mechanical

Properties of Potting Compounds

To evaluate the effect of microballoons on the physical and mechanical properties of the
potting compound (Corfil 625-1), several specimens were prepared by mixing the base resin with
silica glass microballoons of different strength and density. The aim was to attain one-part
potting compounds with properties equivalent to those of EC-3500. The configuration of each
specimen depended on variables (factors) defined using a design of experiments approach (DOE-
I) with resolution 1 (Appendix A). The objective of this DOE-I was to define the minimum
number of experiments needed to identify major cause-effect relationships between a given set of

factors that could affect the performance of potting compounds. The factors were defined as
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following: (1) type of glass microballoons, and (2) concentration of microballoons (percentages
by weight -wt%-).

From this study, two different combinations of potting compounds were chosen to further
investigate the effect of nanotube reinforcement on their properties. The compounds were
selected based on the values of density and strength obtained after mechanical testing.
3.2.1.1 Microballoon Sample Preparation

For the manufacturing of potting compounds, 30g of resin were added to a 250 ml beaker
and mixed by mechanical stirring with the accelerator at a mixing ratio of 74:7 by weight,
according to the instructions provided by the vendor. The silica glass microballoons were
subsequently added to the mixture resin-accelerator following the parameters defined in the
DOE-I. The resulting mixture was hand-mixed for about 15 minutes to obtain a uniform
dispersion.

3.2.2 Effect of Carbon Nanotubes on the Physical and Mechanical Properties of Potting

Compounds

To evaluate and understand the effect of CNT addition on the density, compressive and
lap shear strength of potting compounds, a second design of experiments (DOE-II) with
resolution 4 was developed. Details are provided in Appendix B. Eight critical factors were
studied in a series of 35 tests. The factors are described in Table 3.

In order to address the surface modification of nanotubes (factors E and F in Table 3),
SWNTs and MWNTs were functionalized with the purpose of creating active sites (organic
moieties) on their surface(s) that could interact with the epoxide groups of the resin, creating
inter-molecular linkages. The methodology of functionalization is described in the following

subsection.
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TABLE 3

FACTORS FOR THE DOE-II

Variables -1 1 0
A | Nanotubes (Wt%) 0.5 1.5 1.0
B | Mixing time (min) 20 30 25
C | Vacuum (kPa) 0.2 97.5 48.8
D | Sonication power (W) 5 10 8
E | Acid time (min) 60 240 120
F | Acid temp (°C) 60 90 75
G | Nanotube type SWNTs | MWNTs | MWNTs
H | Bead type A B B

To disperse SWNTs and MWNTs within the polymer matrix, three techniques were
employed: ultrasonic, calendering, and centrifugal mixing. The parameters upon which carbon
nanotubes were dispersed and exfoliated in the polymer matrix are detailed in Appendix B. The
ultrasound mixing was performed using a sonicator equipped with a cup-horn. The calendering
mixing was carried out using a commercially available laboratory scale three roll mill, consisting
of three stainless steel rolls of about 80 mm in diameter. The small gaps (5-100 pum) as well as
mismatch angular velocity (9:3:1) between the rollers result in high shear forces that enable
CNTs to be unraveled and dispersed in polymeric materials. The traditional configuration of the
three roll mill is shown in Figure 6a. The centrifugal mixing, a non-contact mixing technique,
was performed using a vacuum centrifugal mixer, as shown in Figure 6b. This technique
combines vacuum along with acceleration forces (centrifugal and revolving forces) to disperse
nanoscale particles in polymeric compounds. During this process, a mixture CNT-resin revolves
and rotates at a 2:1 fixed ratio and at speeds up to 2000 RPM while it is contained in a vacuum
chamber that can apply pressures from 0.2 kPa to 97.5 kPa. Putting it differently, the container is

spun around the center of the chamber while it is rotating around its central axis. These effects
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generate forces of more than 400 times the force of gravity, causing kneading effects that expulse

air out of the compound and create uniform dispersion.

Figure 6. Traditional configurations of (a) the three roll mill from

EXAKT [76], and (b) the vacuum centrifugal mixer from THINKY

[77].
3.2.2.1 Functionalization Scheme

The functionalization of SWNTs and MWNTs was performed through a three-step

process: purification, thermal oxidation, and carboxylation. The purification of SWNTs and
MWNTs involved the oxidation with nitric acid (HNO3) at 126°C for 120 minutes. For this step,
2.0 grams of either as-received SWNTs (AR-SWNTs) or as-received MWNTs (AR-MWNTs)
were mixed with HNO; and sonicated at maximum power (156 W) for 30 minutes. The solution
(CNT-HNO3) was refluxed, diluted in deionized water, and filtered via membrane microfiltration
until the excess acid was completed removed (pH of filtrate ~7). After drying in vacuum for 10
h, the purified nanotubes (P-SWNTs or P-MWNTs) were air oxidized at 550°C for 30 minutes to
remove residual amorphous carbons. The oxidized carbon nanotubes (O-SWNTs or O-MWNTs)
were subsequently functionalized using a 3:1 v/v mixture of 98% sulfuric acid (H,SO4) and 68%

nitric acid (HNO;) under vigorous stirring at the temperatures and times showed in Table 4. The

resulting carboxylic acid nanoparticles (F-SWNTs or F-MWNTs) were filtered and washed

24



following the aforementioned procedures and dried overnight in a vacuum oven at 75°C. After
the period elapsed, the functionalized CNTs (F-CNTs) were stored inside a desiccant box until
further use.

TABLE 4

REFLUXING TIME AND TEMPERATURE FOR FUNCTIONALIZATION OF SINGLE-
WALLED AND MULTI-WALLED CARBON NANOTUBES

Functionalized Nanotubes Refluxw_lg WS Tempoerature
(min) @)
F-SWNTs 60 60
F-SWNTs 60 90
F-SWNTs 240 60
F-SWNTs 240 90
F-MWNTs 60 60
F-MWNTs 60 90
F-MWNTs 150 75
F-MWNTs 240 60
F-MWNTs 240 90

3.2.2.2 Nanocomposite Sample Preparation

For the sample preparation, the F-CNTs were initially mixed with 40 ml of acetone and
dispersed in 30g of resin using ultrasound. The acetone was removed by heating the CNT-resin
mixture for 60 minutes to just above the boiling point of acetone (56.53°C). This preserved the
initial dispersion of CNTs in the polymer matrix and removed at least 97% of the acetone added.
Subsequently, the mixture was allowed to cool to room temperature before degassing it for 5
minutes at full vacuum (0.2 kPa) at speed of 2000 RPM using the centrifugal mixer. This step
removed the residual solvent present in the matrix yielding a compound free of acetone. High
shear mixing was then used to disperse and break the remaining CNT aggregates present in the
resin after the sonication process. For this step, the nanocomposite mixture was run through the

three roll mill 2 times. The gaps and number of times were varied in a ratio 2:1 (Table 5). Once
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the final product from the mill was collected, it was mixed with the accelerator and with one of
the two combinations of glass microballoons chosen from the DOE-I (either A or B) using the
centrifugal mixer according to the factors set in the DOE-II.

TABLE 5

THREE ROLL MILL SET UP

Times through the Mill | Feed Roller (um) | Center Roller (um) | Speed (RPM)
1 20 10 150
2 10 5 300

3.3 Mechanical and Physical Characterization Methods

Prepared mixtures of resin-glass microballoons, CNT-resin-glass microballoons, Corfil
625-1, and EC-3500 were cast to produce both compression and lap shear test specimens.
Compression specimens were potted in cylindrical molds (12.7 mm diameter, 50.8 mm length)
and cured at 177°C for 60 min in a hot press. After removing the specimens from the mold, they
were ground down to a length of 25.4 mm, as shown in Figure 7a. The specimens were then
tested according to ASTM D 695-02a [78]. Lap shear specimens were prepared according to
ASTM D 1002-05 [79] using aluminum coupons and cured following the same cure cycle for the
compression samples. A diagram of a lap shear specimen is depicted in Figure 7b.

For each test method, a total of 8 compression and 10 lap shear specimens were prepared
and separated into two halves. The first half of specimens (4 compression and 5 lap shears) was
tested under dry conditions at room temperature, and the average strength along with its standard
deviation was calculated and reported. The compression specimens were also used for density
measurements before mechanical testing. The other half was subjected to hygrothermal
conditioning for 30 days at 71°C and 85% relative humidity (RH). The moisture content of the

specimens was measured based on weight changes. For weight measurement, the specimens
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were taken out of the hot/wet chamber, rapidly weighed and quickly returned to the chamber so
that desorption of moisture was kept to a minimum. The maximum length of time during which
each specimen was out of the environmental chamber was 2 min. Specimens were always
measured in the same manner using a Mettler Toledo analytical balance with an accuracy of 0.1
mg. After the conditioning period elapsed, the hot/wet specimens were removed from the
hygrothermal atmosphere and quickly placed into an environmental test box already heated to
82°C. Before testing, the specimens were heated inside the test chamber for 5 minutes to reach
thermal equilibrium and to retain enough moisture at the time of failure. The specimens were
tested inside the environmental test chamber, and the average strength together with its standard

deviation was calculated and reported.
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Figure 7. (a) Compression and (b) lap shear specimens.
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CHAPTER 4

RESULTS AND DISCUSSION

4.1 Characterization of Functionalized SWNTs and MWNTSs

The presence of functional groups on the surface(s) of SWNTs and MWNTs was
confirmed by fourier transform infrared (FTIR) spectroscopy and thermo-gravimetric analysis
(TGA). Their analysis is detailed herein.
4.1.1 FTIR Spectroscopy of SWNTs and MWNTSs

The existence of different functional groups on the surface(s) of SWNTs and MWNTs
was initially investigated by FTIR spectroscopy. Spectra of the different functionalization
methods performed for both CNTs are shown in Figure 8 and Figure 9, respectively. The spectra
were recorded in the absorbance mode over the range 400-4000 cm™. Spectra of AR-SWNTs and
AR-MWNTs showed featureless plots distinctive of carbon materials without organic or
inorganic impurities grafted on their surface(s). Spectra of F-SWNTs and F-MWNTs exhibited
characteristic bands at ~3000 cm™, ~1730 cm™ and ~1200 cm™, corresponding to hydroxyl (-
OH) and carbonyl (-C=0) stretchings and carbon single bond oxygen (-C-O) bending vibrations,
respectively. The observed modifications in the spectra indicate that molecular vibrations
associated with carboxylic acid functional groups (-COOH) grafted to either the wall(s) or the

ends of the tubes are present after acid treatment.
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Figure 8. IR spectra of as-received SWNTs (AR-SWNTs) and
functionalized SWNTs (F-SWNTs) at different times and
temperatures.
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Figure 9. IR spectra of as-received MNWTs (AR-MWNTs) and
functionalized MWNTs (F-MWNTs) at different times and
temperatures.
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412 TGA of SWNTs and MWNTSs

Further confirmation of the presence of impurities on the surface(s) of CNTs could be
inferred by TGA. The analyses were performed in a Nitrogen atmosphere at a ramp rate of
10°C/min and a temperature sweep between 40°C and 1000°C. TGA plots of SWNTs and
MWNTs are shown in Figure 10 and Figure 11, respectively. Both the AR-SWNTs and the AR-
MWNTs showed a negligible weight loss characteristic of unmodified CNTs. On the contrary, F-
SWNTs and F-MWNTs showed an initial weight loss of 12% and 8%, respectively, between
50°C and 130°C attributed to moisture absorbed by the CNTs after the functionalization
procedure. A weight loss of about 19% for F-SWNTs and 16% for F-MWNTSs between 200°C
and 400°C suggested that COOH groups were present on the surface(s) of CNTs [80].
Furthermore, an increase in weight loss was observed when more hydrophilic groups were
depleted from the surface(s) of CNTs upon heating. Such trend could be accredited to the
different functionalization procedures performed. Therefore, the higher temperature and the
longer time of functionalization, the higher amount of organic groups grafted on the surface(s) of

CNTs.
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Figure 10. TGA plots of as-received SWNTs (AR-SWNTs) and
functionalized SWNTs (F-SWNTs) at different times and
temperatures.
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functionalized MWNTs (F-MWNTs) at different times and
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4.2 Effect of Microballoon Type and Concentration on the Physical and Mechanical
Properties of Potting Compounds

Four different types of glass microballoons were mixed with the base resin to obtain
compounds with properties similar to those of EC-3500. Tests were conducted under dry
conditions at room temperature (RT) to determine if the desired potting compound properties
could be obtained through the use of microballoons alone. The results are shown for all possible
combinations of microballoon specimens made following the DOE-I (Figure 12, Figure 13 and
Figure 14). The high compressive and lap shear strength (100.9 MPa and 18.75 MPa,
respectively) of the potting compounds containing high-density glass microballoons (HS50)
suggested that a one-part potting compound with strength higher than that of EC-3500 could be
manufactured; however, the density (751.85 kg/m’) was approximately 16% higher than the
desired one (between 608.7 and 688.7 kg/m”).

When 5 wt% of the low-density microballon (S15HS) was mixed with H50, a decrease of
15% in density, 36% in compressive strength and 34% in lap shear strength was observed. These
results indicated that the failure of the potting compounds depended on the properties of the
weakest microballoons present in the material.

The compounds containing 45 wt% S38HS & 5 wt% S60HS, compound #2, and 45 wt%
H50 & 5 wt% S15HS, compound #11, gave results very similar to those of EC-3500 with a
density of 652.86 kg/m’ and a compressive and lap shear strength of 72.3 MPa and 13.89 MPa,
respectively. Based on these results, the sample fabricated with 45 wt% S38HS & 5 wt% S60HS
microballoons (#2) was chosen as the first standard to be modified with nanotubes. From here
on, this microballoon combination would be referred to as compound A. This formulation

(S38HS & S60HS) has proven to have mechanical properties similar to those of EC-3500
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(density of 635.76 kg/m’, compressive and lap shear strength of 75.02 and 13.32 MPa,
respectively) but in the desired form of a one-part potting compound. According to these results,
this compound could be used to replace EC-3500, giving the same performance while

eliminating the difficulties associated with handling two-part potting compounds.
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Figure 12. Density results for the glass microballoon specimens
tested at RT.
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Figure 13. Compressive strength results for the glass microballoon
specimens tested at RT.
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Figure 14. Lap shear strength results for the glass microballoon
specimens tested at RT.
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4.3 Effect of Microballoon Type and Concentration on the Physical and Mechanical
Properties of Potting Compounds Subjected to Hot/\WWet Conditions

Results of the hot/wet compression and lap shear testing can be observed in Figure 15
and Figure 16, respectively. A decrease of 64% and 35% in compressive and lap shear strength
was observed for all compounds tested with respect to their counterpart at RT, respectively.
Based on these results, the second combination of silica glass microballoons (60 wt% H50 & 5
wt% S60HS) was selected. Henceforth, such combination would be referred to as compound B.
This formulation showed compressive and lap shear strength values relatively close to the ones
observed for EC-3500 after conditioning for 30 days. Although the density of this compound
(#8) is 7.2% higher than that of EC-3500, as shown in Figure 12, it represents a good alternative
to further understand the mechanical properties of potting compounds after being mixed with
carbon nanotubes. Under dry conditions at RT, the aforementioned formulation has not only
higher compressive and lap shear strength (93.95 MPa and 14.47 MPa, respectively) than EC-
3500 but also the lowest density compared to the specimens containing the high-density
microballoons (H50). A more representative way to detail the compounds to be used in the next
study is shown in Table 6.

TABLE 6

MECHANICAL AND PHYSICAL PROPERTIES OF COMPOUNDS A, B, CORFIL 625-1,

AND EC-3500
. Compressive Lap shear
ConEmie (Dkzr}?]'% strength (MPa) | strength (MPa)
Type Name RT | Hot/wet| RT | Hot/wet
45 wt% S38HS & 5 wt% S60HS A 635.8 | 75.02 | 27.45 | 13.32 8.76
60 wt% H50 & 5 wt% S60HS B 701.6 93.95 33.35 | 14.47 10.71
Corfil 625-1 625-1 536.4 | 4045 | 17.62 | 12.24 | 10.58
EC-3500 EC-3500 654.2 | 76.05 | 37.81 | 10.20 | 6.12
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Figure 15. Compressive strength results for the glass microballoon
specimens conditioned at 71°C and 85% RH, and tested at 82°C.

Lap Shear Strength (MPa)

30

25

20

0

10 - I
5 - 10.06
I 1
325 | 3.00

HHW#1 - 45 wt% S38HS

SHW#4 - 60 wt% S38HS & 5 wt% S60HS

HHW#T7 - 60 wt% H50

HHW#10 - 60 wt% S38HS & 5 wt% S15

BHW- Corfil 625-1

—

B
I, v
13.54
' I . 10.43 9.45
4.87 a5

EHW#2 - 45 wt% S38HS & 5 Wt% S60HS LW HW#3 - 60 wt% S38HS

EHW#5 - 45 wt% H50 HHW#6 - 45 wt% H50 & 5 wt% S60HS
EHW#S - 60 wt% H50 & 5 wt% S60HS LHWH#9 - 45 wt% S38HS & 5 wt% S15
HHW#11 - 45 wt% H50 & 5wt% S15 LHW#12 - 60 wt% H50 & 5wt% S15
EHW- EC-3500

Figure 16. Lap shear strength results for the glass microballoon
specimens conditioned at 71°C and 85% RH, and tested at 82°C
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4.4 Effect of Carbon Nanotube Addition on the Physical and Mechanical Properties of
Potting Compounds

The results shown herein correspond to nano-enhanced potting compounds tested under
dry conditions at RT right after cure. The average values of compressive and lap shear strength
are discussed in three categories: (1) specimens prepared with vacuum, (2) specimens prepared
with no vacuum, and (3) specimens containing either the medium-high density microballoons,
compound A (45 wt% S38HS & 5 WT% S60HS), or the high-high density microballoons,
compound B (60 wt% H50 & 5 wt% S60HS), mixed either with vacuum or with no vacuum.
4.4.1 Properties of Nano-enhanced Potting Compounds Prepared with Vacuum

In order to determine if excess air was being added during the mixing process, vacuum
was applied to sixteen different nano-enhanced specimens. Eight of them contained the medium-
high density glass microballoons (compound A) while the remaining eight contained the high-
high density glass microballoons (compound B). After comparing the results obtained for these
nanocomposites with the values attained for compounds A, B, and those in which vacuum had
not been applied, it was observed that the suction of air from the nano-enhanced specimens
during mixing caused a remarkable contribution on the compressive and lap shear strength with
an increase in density of 9% (Figure 18 - Figure 21). Nevertheless, as observed in Figure 17,
Figure 22 and Figure 25, vacuum mixing proved to have little effect on the plain potting
compounds (compounds with no CNTs). The S38HS & S60HS specimen showed no significant
changes in any of its properties (density, compressive and lap shear strength). Although the H50
& S60HS specimen showed an increase of 15% and 25% in compressive and lap shear strength,
respectively, its increase is tied to a 9% boost in density, confirming the dependence of the

mechanical properties of potting compounds on the type of microballoons used.
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As previously mentioned, specimens prepared with F-CNTs showed enhancement in both
compressive and lap shear strength relative to their counterparts prepared without F-CNTs. In
Figure 23 and Figure 24, it is indicated that the compressive strength of compounds containing
the microballoon combination A increased by 18.35% with the addition of F-SWNTs and 14.3%
with the addition of F-MWNTs. The lap shear strength, on the other hand, showed an increase of
40% for compounds containing F-SWNTs and 45% for those mixed with F-MWNTs (Figure 26
and Figure 27). For compounds containing the high-high density microballoons, combination B,
the values of compressive strength showed an increase of 27% for specimens mixed with F-
SWNTs and 21.5% for those mixed with F-MWNTs. Furthermore, the lap shear strength results
showed an increase of 40% for specimens containing F-SWNTs and 46% for specimens
containing F-MWNTs.

The nano-enhanced potting compound with a combination of 0.5 wt% F-MWNTs and
compound A (#9) showed an increase in compressive and lap shear strength of 24% and 68%
compared with its baseline, 130% and 83% relative to 625-1, and 22.5% and 119% with respect
to EC-3500 with a density of 687.35 kg/m’, respectively.

Besides comparing the results obtained for these nano-enhanced potting compounds with
compound A and B, an increase in compressive strength of 17% for F-SWNT and 16% for F-
MWNT compounds containing the medium-high density microballoons was observed with
respect to EC-3500. Likewise, an increase in lap shear strength of 83% and 89% compared with
EC-3500 was shown for the same microballoon compounds mixed with F-SWNTs or F-
MWNTs, respectively. Finally, the density was observed to increase in average by 5% for both

F-SWNT and F-MWNT compounds containing A-type microballoons compared with EC-3500.
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Figure 17. Density results for microballoon specimens (S38HS &
S60HS and H50 & S60HS) mixed with vacuum and without
vacuum.
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Figure 18. Density results for specimens containing F-SWNTs and
S38HS & S60HS glass microballoons.
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Figure 19. Density results for specimens containing F-MWNTs
and S38HS & S60HS glass microballoons.
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Figure 20. Density results for specimens containing F-SWNTs and
H50 & S60HS glass microballoons.
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Figure 21. Density results for specimens containing F-MWNTs
and H50 & S60HS glass microballoons.
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Figure 22. Compressive strength results for microballoon
specimens (S38HS & S60HS and H50 & S60HS) mixed with
vacuum and without vacuum.
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Figure 23. Compressive strength results for specimens containing
F-SWNTs and mixed using vacuum.
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Figure 24. Compressive strength results for specimens containing
F-MWNTs and mixed using vacuum.

42




30

Lap Shear Strength (MPa)

25
_ 20
£
g
g 15
4 10
5
0
H45wt% S38HS & 5 wt% S60HS - No Vacuum 45 wt% S38HS & 5 wt% S60HS - Vacuum (30 min)
50 wt% H50 & 5 wt% S60HS - No Vacuum =60 wt% H50 & 5 wit% S60HS - Vacuum (30 min)
Figure 25. Lap shear strength results for microballoon specimens
(S38HS & S60HS and H50 & S60HS) mixed with vacuum and
without vacuum.
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Figure 26. Lap shear strength results for specimens containing F-
SWNTs and mixed using vacuum.
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Figure 27. Lap shear strength results for specimens containing F-
MWNTs and mixed using vacuum.

4.4.2 Properties of Nano-enhanced Potting Compounds Prepared without Vacuum

Even though three different mixing techniques (ultrasonic, calendering, and centrifugal)
were employed to disperse F-CNTs in the polymer resin of compounds A and B, the mechanical
properties of the resulting CNT-resin-glass microballoon composites mixed without applying
vacuum did not show major improvements compared with the neat compounds (mixed without
F-CNTs) and EC-3500. The initial decrease in compressive and lap shear strength could be
attributed to an increase in the frequency distribution of defects associated with the presence of
voids, as shown in Figure 28. Furthermore, a poor interfacial interaction due to entrapped air
between the nanotubes, the microballoons and the polymer matrix results in premature composite
failure, since the reinforcing nanotubes could either act as a void and therefore as a stress

concentration or simply pull out of the matrix without contributing to the strength of the material.
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Figure 28. Microscopy images of carbon nanotube potting
compounds mixed at (A) full vacuum (specimen #9), and (B) zero
vacuum (specimen #14). Magnifications correspond to 50x and
200x for left and right columns, respectively.

With respect to the neat potting compounds (compounds A and B), the dispersion of F-
CNTs without applying vacuum resulted in a decrease in compressive strength of 16% for
specimens mixed with F-SWNTs and compound A, 24.6% for specimens mixed with F-MWNTs
and compound A, 14% for specimens mixed with F-SWNTs and compound B, and 20% for
specimens mixed with F-MWNTs and compound B. In addition, the lap shear strength showed a
decrease of 22% for specimens mixed with F-SWNTs and compound A, 7% for specimens
mixed with F-MWNTs and compound A, 25% for specimens mixed with F-SWNTs and
compound B, and 9% for specimens mixed with F-MWNTs and compound B.

By comparing the results obtained for these nano-enhanced potting compounds with
those of EC-3500, it was shown that the compressive strength decreased by 18% and 26% for
specimens containing A-type microballoons with F-SWNTs or F-MWNTs, respectively.
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Although the compressive strength of the aforementioned compounds decreased with respect to
EC-3500, the lap shear strength showed an increase of 3% and 21.6% for the same set of
microballoon compounds containing F-SWNTs or F-MWNTs, correspondingly. However, such
increase in strength might have been attributed to microballoon reinforcement rather than CNT
reinforcement. The results for all the nano-enhanced potting compounds mixed without applying

vacuum are shown in Figure 29 - Figure 32.
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Figure 29. Compressive strength results for specimens containing
F-SWNTs and mixed without vacuum.
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Figure 30. Compressive strength results for specimens containing
F-MWNTs and mixed without vacuum.
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Figure 31. Lap shear strength results for specimens containing F-
SWNTs and mixed without vacuum.
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Figure 32. Lap shear strength results for specimens containing F-
MWNTs and mixed without vacuum.

443 Effect of F-SWNTs and F-MWNTs on the Mechanical Properties of Selected

Microballoon Compounds

A different way to look at the effect of F-SWNTs and F-MWNTs on the compressive and
lap shear strength of potting compounds prepared with A-type microballoons is shown in Figure
33, Figure 34, Figure 37 and Figure 38. In these figures, the compressive and lap shear strength
results for specimens prepared with and without vacuum are compared. The addition of F-
SWNTs and F-MWNTs has shown to be significant as long as the CNT-resin mixture was
dispersed with the microballoons under vacuum conditions. This suggested that a decrease in
molecular mobility due to a decrease in free volume (by removing air from the mixture) might
account for mechanical load transfer from the polymer matrix to the nanotubes. The addition of
F-CNTs at a low weight percentage (0.5 or 1.5 wt%) showed an increase of more than 15% in

compressive strength and more than 40% in lap shear strength compared with the results
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obtained for the neat compound. Furthermore, an increase in compressive and lap shear strength
of more than 15% and more than 80% was shown with respect to EC-3500, respectively.

As in the CNT-compound A composites, the same trend was observed for the high-high
density nano-enhanced compounds (CNT-compound B). When either F-SWNTs or F-MWNTs
were added to the polymer matrix and mixed with the microballoons at maximum vacuum
conditions, an increase of more than 20% and 40% in compressive and lap shear strength was
observed with respect to the neat compound, respectively. These results confirmed the sensitivity
of nanotube/polymer composites to the parameters of fabrication. Although the average density
(768.5 kg/m’) of all these compounds was approximately 9% higher than that of the base
material (701.64 kg/m®), the results observed in Figure 35, Figure 36, Figure 39 and Figure 40
suggested the existence of interfacial interaction between the resin, the microballoons, and the

nanotubes when vacuum was used as part of the mixing method.
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Figure 33. Compressive strength results for specimens prepared
with F-SWNTs and S38HS & S60HS glass microballoons.
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Figure 34. Compressive strength results for specimens prepared
with F-MWNTs and S38HS & S60HS glass microballoons.
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Figure 35. Compressive strength results for specimens prepared
with F-SWNTs and H50 & S60HS glass microballoons.
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Figure 36. Compressive strength results for specimens prepared
with F-MWNTs and H50 & S60HS glass microballoons.
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Figure 37. Lap shear strength results for specimens prepared with
F-SWNTs and S38HS & S60HS glass microballoons.
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Figure 38. Lap shear strength results for specimens prepared with
F-MWNTs and S38HS & S60HS glass microballoons.
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Figure 39. Lap shear strength results for specimens prepared with
F-SWNTs and H50 & S60HS glass microballoons.
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Figure 40. Lap shear strength results for specimens prepared with
F-MWNTs and H50 & S60HS glass microballoons.

4.5 Effect of Carbon Nanotube Addition on the Physical and Mechanical Properties of
Potting Compounds Subjected to Hot/Wet Conditions

At the end of the conditioning period, the weight gain monitored on a daily basis was less
than 1% for compression specimens and less than 0.1% for lap shear specimens prepared with or
without vacuum. The compressive and lap shear strength results for specimens subjected to
conditioning are shown in the following subsections.
45.1 Properties of Nano-enhanced Potting Compounds Prepared with Vacuum and

Subjected to Hot/Wet Conditions

After comparing the results obtained in Figure 41, Figure 42, Figure 43 and Figure 44
with those attained for compounds tested under dry conditions at RT (Figure 23, Figure 24,
Figure 26 and Figure 27), a decrease of 53% and 57% in compressive strength was observed for

compounds containing F-CNTs and A-type or B-type microballoons, respectively. Similarly, a
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decrease of 41.5% and 40% in lap shear strength was showed for compounds containing F-CNTs
and A-type or B-type microballoons, respectively.

Although a high humidity environment imposed a substantial decrease in the
compressive and lap shear strength of the nano-enhanced potting compounds, a significant
increase in strength with respect to the base materials was observed for both F-SWNT and F-
MWNT compounds prepared using vacuum. An increase of about 100% in compressive strength
was attained for both F-SWNT and F-MWNT compounds containing A-type microballoons
compared with the baseline and 625-1. Similarly, an increase of 18.2% and 9% in compressive
strength was achieved for F-SWNT and F-MWNT compounds with the same combination of
microballoons relative to EC-3500, respectively.

From a different point of view, the lap shear strength was increased by 36% when adding
F-SWNTs and 14% when adding F-MWNTs to compounds mixed with A-type microballoons
compared with the baseline. Moreover, an increase of 88% and 58% with respect to EC-3500
was obtained when adding F-SWNTs and F-MWNTs to compounds mixed with the
abovementioned microballoons, respectively.

The mixture 0.5 wt% F-MWNTs and A-type microballoons (#9 in Figure 44) showed the
highest increase in lap shear strength (61.83%) relative to its baseline with a compressive
strength (36.59 MPa) similar to that of EC-3500 (36.75 MPa) and a density of 687.35 kg/m".
Similarly, an increase of 60.21% and 124.30% in lap shear strength was observed for the same
compound with respect to 625-1 and EC-3500, respectively. These results ratified that interfacial
interaction between the CNTs and the polymer matrix could exist as a result of a decrease in

porosity.
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Figure 41. Compressive strength results for F-SWNT-resin-glass
microballoon specimens mixed using vacuum and subjected to

hot/wet conditioning.
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Figure 42. Compressive strength results for F-MWNT-resin-glass
microballoon specimens mixed using vacuum and subjected to

hot/wet conditioning.
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Figure 43. Lap shear strength results for F-SWNT-resin-glass
microballoon specimens mixed using vacuum and subjected to
hot/wet conditioning.
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Figure 44. Lap shear strength results for F-MWNT-resin-glass
microballoon specimens mixed using vacuum and subjected to
hot/wet conditioning.
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4.5.2 Properties of Nano-enhanced Potting Compounds Prepared without Vacuum and

Subjected to Hot/Wet Conditions

Dispersion of F-CNTs in compounds mixed with no vacuum and subjected to
environmental conditioning resulted in a decrease in compressive strength of 83% for specimens
containing F-SWNTs and compound A, 76.7% for specimens mixed with F-MWNTs and
compound A, 79.71% for specimens mixed with F-SWNTs and compound B, and 80.3% for
specimens mixed with F-MWNTs and compound B compared with their counterparts tested at
RT. Similarly, the lap shear strength showed a decrease of 73.25% for specimens mixed with F-
SWNTs and compound A, 71.6% for specimens mixed with F-MWNTs and compound A,
83.36% for specimens mixed with F-SWNTs and compound B, and 79.1% for specimens mixed
with F-MWNTs and compound B with respect to their counterparts tested at RT. The hot/wet
testing results for these compounds are shown in Figure 45, Figure 46, Figure 47 and Figure 48.

A similar drop in mechanical properties was also observed compared with the base
potting compounds, 625-1, and EC-3500. Results showed a decrease in compressive and lap
shear strength of 40% and 65% with respect to the neat potting compounds, 36% and 65%
compared with 625-1 as well as 65% and 60% in comparison to EC-3500, respectively. Such a
poor performance in properties could be attributed to two possible effects: The first one might be
due to hygrothermal expansion of thin wall microballoons. At high temperature and high relative
humidity, some of the thin wall microballoons could fracture creating additional space for water
to accumulate. As a result, a sharp decrease in compressive and lap shear properties would be
observed relative to the dry nanocomposites. The other effect might be caused by the presence of
a high number of voids within the molecular structure (as shown in Figure 28), allowing vapor

water to diffuse throughout the CNT-resin-microballoon interface and accumulate more easily in
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the pores. Water molecules are attracted and absorbed by the presence of polar groups (-OH, -
NH etc.) in the polymer chains and the CNTs. Such attraction and absorption can break the
hydrogen bonding present between chains and cause plasticization due to morphologic
disruption, leading to premature failure of the specimens. Therefore, by controlling the amount
of free volume or reducing the interstitial gap between defects (voids), better mechanical
properties under hygrothermal conditions could be attained, as shown in the previous subsection.
The lap shear strength of specimen #23 (1.5 wt% F-SWNTs and 60 wt% H50 & 5 wt%
S60HS microballoons) was not quantified because the bond integrity between the nano-enhanced
potting compound and the lap shear coupon became very weak, impeding handing and testing of

the specimen.
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Figure 45. Compressive strength results for F-SWNT-resin-glass
microballoon specimens mixed without vacuum and subjected to
hot/wet conditioning.
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Figure 46. Compressive strength results for F-MWNT-resin-glass
microballoon specimens mixed without vacuum and subjected to

hot/wet conditioning.
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Figure 47. Lap shear strength results for F-SWNT-resin-glass
microballoon specimens mixed without vacuum and subjected to

hot/wet conditioning.
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Figure 48. Lap shear strength results for F-MWNT-resin-glass
microballoon specimens mixed without vacuum and subjected to
hot/wet conditioning.

45.3 Effect of F-SWNTs and F-MWNTs on Specimens Prepared with the Selected

Microballoons and Subjected to Hot/Wet Conditions

The effect of F-CNTs on the compressive and lap shear strength of potting compounds
prepared with A-type microballoons and exposed to hot/wet conditions is shown in Figure 49,
Figure 50, Figure 53 and Figure 54. In these figures, the strength results for specimens prepared
with and without vacuum are compared. As shown in these figures, the addition of F-SWNTs or
F-MWNTs became significant only when a good interaction between the reinforcement materials
(microballoons and CNTs) and the polymer matrix took place (vacuum mixing). This interaction
could account for load transfer even though the nano-enhanced compounds were subjected to
hygrothermal conditions. As such, the dispersion of F-CNTs in specimens prepared with vacuum
and subjected hot/wet conditions showed more than 100% increase in compressive strength with

respect to the base compound and 625-1 as well as more than 10% increase compared with EC-
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3500. Furthermore, the lap shear strength increased by more than 15% with respect to the
baseline, more than 13% relative to 625-1, and more than 60% compared with EC-3500.
Similarly, the results obtained for the high-high density nano-enhanced compounds
prepared with vacuum and exposed to conditioning showed an increase in compressive strength
of more than 70% in comparison to its baseline, more than 140% compared with 625-1, and
more than 30% with respect to EC-3500. The lap shear strength, on the other hand, increased by
more than 40% with respect to its baseline, more than 30% compared with 625-1, and more than
90% in comparison to EC-3500. These results are described in Figure 51, Figure 52, Figure 55

and Figure 56.
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Figure 49. Compressive strength results for specimens prepared
with F-SWNTs and S38HS & S60HS glass microballoons and
subjected to hot/wet conditioning
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Figure 50. Compressive strength results for specimens prepared
with F-MWNTs and S38HS & S60HS glass microballoons and
subjected to hot/wet conditioning.
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Figure 51. Compressive strength results for specimens prepared

with F-SWNTs and H50 & S60HS glass microballoons and

subjected to hot/wet conditioning.
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Figure 52. Compressive strength results for specimens prepared
with F-MWNTs and H50 & S60HS glass microballoons and
subjected to hot/wet conditioning.
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Figure 53. Lap shear strength results for specimens prepared with
F-SWNTs and S38HS & S60HS glass microballoons and subjected
to hot/wet conditioning.
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Figure 54. Lap shear strength results for specimens prepared with
F-MWNTs and S38HS & S60HS glass microballoons and
subjected to hot/wet conditioning.
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Figure 55. Lap shear strength results for specimens prepared with
F-SWNTs and H50 & S60HS glass microballoons and subjected to
hot/wet conditioning.
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Figure 56. Lap shear strength results for specimens prepared with
F-MWNTs and H50 & S60HS glass microballoons and subjected

to hot/wet conditioning.
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CHAPTER 5

CONCLUSIONS

In order to understand the effect of glass microballoons and carbon nanotubes on the
mechanical and physical properties of a potting compound, two studies were carried out. The
first study evaluated the effect of the microballoon reinforcement on the density as well as the
compressive and lap shear strength of a potting compound. The second study assessed the effect
of carbon nanotube (CNT) reinforcement on those properties. In the first study, several
specimens were prepared and tested under dry and hot/wet conditions. The density and strength
results were compared with the values obtained for EC-3500 under both conditions. From these
results, two standard compounds (45 wt% S38HS & 5 wt% S60HS and 60 wt% H50 & 5 wt%
S60HS) were selected as base materials for manufacturing of nanocomposite potting compounds
in the second study.

To make CNT-based potting compounds with superior mechanical properties, it was
essential to develop proper techniques to exfoliate and disperse carbon nanotubes (CNTs) in the
base materials. The feasibility of dispersing CNTs in a polymer resin relied on two main factors:
functionalization and mixing. Functionalization was performed to graft organic groups (C=0, -
OH, COOH) to the surface(s) of the nanotubes, which are more hydrophilic with epoxy resins.
This prevented CNT re-agglomeration and enhanced both dispersion and interfacial interaction
with the polymer matrix. Mixing, on the other hand, was important to attain CNT reinforcement.
Through this research, a novel technique involving solution dispersion, high shear, and
centrifugal mixing was developed to uniformly disperse CNT in resin-glass microballoon
compounds. It was shown that, by adjusting processing conditions, compounds with different

morphologies and different mechanical properties were attained, emphasizing the importance of

66



CNT processing on the final properties of nano-enhanced potting compounds. In this respect, the
new mixing approach proved to be a promising alternative to enhance dispersion and interfacial
interaction of nanotubes in the resin of potting compounds.

Vacuum mixing at 0.2 kPa proved to have a significant effect on the compressive and lap
shear strength of potting compounds prepared with either functionalized SWNTs (F-SWNTs) or
functionalized MWNTs (F-MWNTs). The compressive and lap shear strength of compounds
containing F-SWNTs and the medium-high density glass microballoons (45 wt% S38HS & 5
wt% S60HS) increased by 17% and 83% with respect to EC-3500, respectively. Similarly, the
compressive and lap shear strength of compound containing F-MWNTs and the same
combination of microballoons increased by 16% and 89% compared with EC-3500, respectively.
However, the nano-enhanced potting compound with a combination of 0.5 wt% F-MWNTs and
45 wt% S38HS & 5 wt% S60HS (#9) showed an increase in compressive and lap shear strength
of 24% and 68% compared with its baseline, 130% and 83% relative to Corfil 625-1, and 22.5%
and 119% with respect to EC-3500 with a density of 687.35 kg/m’, respectively. On the other
hand, in spite of having a density out of the specified range (608.7-688.7 kg/m’), the nano-
enhanced potting compounds containing the high-high density glass microballoons (60 wt% H50
& 5 wt% S60HS) showed a trend similar to the nano-enhanced compound containing the
medium-high density microballoons.

The nano-enhanced compounds prepared without vacuum during the mixing process
showed a substantial decrease in compressive and lap shear strength of 22% and 12% with
respect to EC-3500, respectively. This behavior was attributed to the presence of large free
volume (voids) in the CNT-resin-microballoon specimens. Moreover, the study showed that

temperature, humidity, and time played an important role in the mechanical properties of the
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potting compounds. For the nano-enhanced specimens mixed with vacuum and subjected to
hygrothemal conditions, a decrease of more than 50% in compressive strength and more than
40% in lap shear strength was observed in comparison to the dry specimens. Even though a
hot/wet environment imposed such significant decrease in the mechanical properties, an increase
of 18.2% and 9% in compressive strength was obtained for compounds containing S38HS &
S60HS microballoons with F-SWNTs or F-MWNTs in comparison to EC-3500, respectively. On
the other hand, the lap shear strength was increased by 88% when adding F-SWNTs and by 58%
when adding F-MWNTs to compounds mixed with the aforementioned microballoons with
respect to EC-3500.

Similar to dry conditions, the nano-enhanced compound #9 showed the highest increase
in lap shear strength (61.83%) relative to its baseline with a compressive strength (36.59 MPa)
equivalent to that of EC-3500 (36.75 MPa). Likewise, an increase in lap shear strength of
60.21% and 124.30% with respect to Corfil 625-1 and EC-3500 was attained for the same
compound, respectively. Hence, based on the processing conditions and materials used, the F-
MWNTs were found to be better nanomaterials for this application than the F-SWNTs.

Finally, the effect of humidity was more accentuated for nano-enhanced potting
compounds mixed with no vacuum. With respect to the values obtained for the dry specimens,
the hot/wet results showed a decrease of 80% and 77% in compressive and lap shear strength,
respectively. Such an inferior performance in mechanical properties could be attributed to
several factors such as: (1) lack of interfacial interaction between the matrix, the microballoons
and the nanotubes, (2) matrix failure due to vapor absorption and stress concentration, (3) thin
wall microballoon fracture, and (4) high number of voids within the molecular structure.

Therefore, as the temperature and moisture increased above the room temperature, the strength

68



values decreased. Such an effect is in agreement with the results reported by others for potting
compound made with S22 and K46 microballoons [12]. Also, good nanotube dispersion
techniques are critical to reinforcing efficiency because nanotubes tend to aggregate when they
are dispersed in polymeric materials affecting the mechanical properties of the nanocomposite.
By employing different carbon nanomaterials as well as different microballoons, the
physical and mechanical properties of the potting compounds can be tailored to meet particular
density and strength requirements. With further investigation into modeling of nano-enhanced
potting compounds and knowledge of the interactions between the microballoons, resin, and
nanotubes, ideal low-density one-part potting compounds can be developed to maintain the

integrity of sandwich laminates in both dry and hygrothermal conditions.
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APPENDIX A

DESIGN OF EXPERIMENT I - GLASS MICROBALLOONS

Factor A B C
Microballon | Microballoons Additional
Type WT% Microballoons
1 0 0 0
2 0 0 1
3 0 1 0
4 0 1 1
5 1 0 0
6 1 0 1
7 1 1 0
8 1 1 1
9 0 0 -1
10 0 1 -1
11 1 0 -1
12 1 1 -1
Microballon Type
0 S38HS
1 H50
Microballoons WT%
0 45%
1 60%
Additional Microballoons

0 0%

1 5% S60HS

-1 5% S15HS

1 | S38HS | 45% 0%
2 | S38HS | 45% | 5% S60HS
3 | S38HS | 60% 0%
4 | S38HS | 60% | 5% S60HS
5 H50 | 45% 0%
6 H50 | 45% | 5% S60HS
7 H50 | 60% 0%
8 H50 | 60% | 5% S60HS
9 | S38HS | 45% | 5% SI15HS
10 | S38HS | 60% | 5% S15HS
11 | H50 | 45% | 5% S15HS
12 | H50 | 60% | 5% S15HS
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APPENDIX B

DESIGN OF EXPERIMENTS II - CARBON NANOTUBES

Bead
Type

Nanotube
type

Functionalization
Temp (°C)

Functionalization
Time (min)

Sonication
Power (W)

(KPa)

Vacuum

Mixing
Time (min)

A

Nanotubes

(Wt%)

Factor

10
11

12
13
14
15
16
17
18
19
20
21

22
23

24
25

26

27

28

29

30
31

32
33
34
35
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APPENDIX B (Continued)

COMBINATION OF SPECIMENS

Factor A B C D E F G H
Nanotubes Mixing Vacuum | Sonication | Functionalization | Functionalization | Nanotube | Bead
(Wt%) Time (min) (KPa) Power (W) Time (min) Temp (°C) type Type

1 0.005 20 0.2 5 1 60 SW B
2 0.005 20 0.2 5 4 60 SW A
3 0.005 20 0.2 10 1 60 MW A
4 0.005 20 0.2 10 4 60 MW B
5 0.005 20 97.5 5 1 90 SW A
6 0.005 20 97.5 5 4 90 SW B
7 0.005 20 97.5 10 1 90 MW B
8 0.005 20 97.5 10 4 90 MW A
9 0.005 30 0.2 5 1 90 MW A
10 0.005 30 0.2 5 4 90 MW B
11 0.005 30 0.2 10 1 90 SW B
12 0.005 30 0.2 10 4 90 SW A
13 0.005 30 97.5 5 1 60 MW B
14 0.005 30 97.5 5 4 60 MW A
15 0.005 30 97.5 10 1 60 SW A
16 0.005 30 97.5 10 4 60 SW B
17 0.015 20 0.2 5 1 90 MW B
18 0.015 20 0.2 5 4 90 MW A
19 0.015 20 0.2 10 1 90 SW A
20 0.015 20 0.2 10 4 90 SW B
21 0.015 20 97.5 5 1 60 MW A
22 0.015 20 97.5 5 4 60 MW B
23 0.015 20 97.5 10 1 60 SW B
24 0.015 20 97.5 10 4 60 SwW A
25 0.015 30 0.2 5 1 60 SwW A
26 0.015 30 0.2 5 4 60 SW B
27 0.015 30 0.2 10 1 60 MW B
28 0.015 30 0.2 10 4 60 MW A
29 0.015 30 97.5 5 1 90 SW B
30 0.015 30 97.5 5 4 90 SW A
31 0.015 30 97.5 10 1 90 MW A
32 0.015 30 97.5 10 4 90 MW B
33 0.01 25 48.75 8 2.5 75 MW B
34 0.01 25 48.75 8 2.5 75 MW B
35 0.01 25 48.75 8 2.5 75 MW B
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APPENDIX B (Continued)

VARIABLES
Variables -1 1 0
A | Nanotubes (wt%) 0.5 1.5 1.0
B | Mixing Time (min) 20 30 25
C | Vacuum (kPa) 0.2 97.5 48.8
D | Sonication Power (W) 5 10 8
E | Acid Time (min) 60 240 120
F | Acid Temp (°C) 60 90 75
G | Nanotube Type SWNTs MWNTs MWNTs
0,
et | 60 wt% HS0 | 60 wi% HS0
H | Bead type & & &
0, 0
S Wi% S60HS 5 wt% S60HS | 5 wt% S60HS
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